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I .  PURPOSE 

The purpose of this  contract is  to generate design data making 
possible the construction of a reliable primary zinc-silver oxide battery 
of improved activated charge retention characteristics, greater voltage 
control, high energy density, increased temperature s tabi l i ty ,  and reduced 
gassing characteristics. 
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If, ABSTRACT 

A series of  experimental c e l l s  have been subjected t o  a s t a t i s t i c a l  
design study using a f r ac t iona l  f ac to r i a l  main-effect plan. Several  s i g n i f i -  
cant ce l l  construct ion var iab les  have been %solated by use o f  t he  half-normal 
p lo t .  It i s  suggested t h a t  fur ther  s tud ies  be i n i t i a t e d  t o  discover the  o p t i -  
mum combination of these var iables .  
termine an equation describing capacity and vol tage responses f o r  c e l l s  t e s t ed  

A computer rout ine  is being used t o  de- 

i n  the  recent ly  concluded experimenta 1 study . 

- 47 - 



I 
1 
1 
1 
1 
1 
I 
I 
I 
I 
1 
I 
I 
I 
I 
I 
I 
I 
I 

111. FACTUAL DATA AND DISCUSSION 

A. Frac t iona l  Fac to r i a l  Study 

1. Analvsis by Inspection of Data 

It was  an t i c ipa t ed  t h a t  many c e l l  construct ion va r i ab le s  might 
a f f e c t  performance cha rac t e r i s t i c s .  k e v e r a l  of these w e r e  se lec ted  fo r  a 
study t o  evaluate  the e f f e c t s  of these f ac to r s  and t o  allow the  design of 
a primary zinc - s i l v e r  oxide c e l l  of improved performance charac te r i s t ics . )  
Factors designated fo r  study i n  th i s  experimental series a r e  revealed by 
Table No. X. 

It w a s  decided t h a t  a maximum amount of data could be accumulated 
by use of s t a t i s t i c a l  methods. Therefore, a bas ic  main-effect plan w a s  se- 
l ec t ed  from Addelman's Orthogonal Main-Effect Plans. 
the  construct ion of a set of twenty-seven (27) c e l l  types following a f r ac -  
t i o n a l  f a c t o r i a l  pat tern.  Combinations of c e l l  construct ion va r i ab le s  sug- 
gested by t h i s  plan were t e s t ed  as shown i n  Table No. X I .  

This plan permitted 

Mater ia ls  were obtained and c e l l s  constructed f o r  f i v e  dupl ica te  
However, i t  proved imprac t ia l  t o  electroform "pasted1' z inc  sets of cells. 

negat ive material by an experimental process within the  prec ise  cont ro ls  
required f o r  a sens i t i ve  experiment. 

Attempts had not been made previously t o  adapt t h i s  method of nega- 
t ive material formulation t o  use i n  the  primary z inc  - s i l v e r  oxide system. 
Cells involving t h i s  level of Factor "H" were not  constructed,  thus reducing 
the  number of t e s t  c e l l s  i n  each se t  t o  eighteen (18),  which imparted a de- 
gree of "bias" t o  the experiments. 

Cel ls  were constructed t o  de l ive r  10 t o  12 ampere-hours, i n i t i a l l y ,  
a t  t h e  nominal 20-minute r a t e .  
cel ls  were ac t iva t ed  with 22 cc of the appropriate  e l e c t r o l y t e  and placed on 
charged stand a t  +130° F. 
and allowed t o  cool t o  +75' F, then discharged a t  a 30-ampere rate t o  an 
ind iv idua l  c e l l  end vol tage of 1.10 v o l t s .  
c lose ly  t o  allow evaluation of c e l l  performance cha rac t e r i s t i c s .  
were conducted a f t e r  ac t iva ted  stand per iods of 2 hours, 4 days, 6 days, 8 
days and 10 days a t  +130° F. 

In order t o  expedite accumulation of da ta ,  

S e t s  of c e l l s  were removed from stand per iodica l ly  

Discharge vol tages  were monitored 
Discharges 

Both a vol tage and a capacity response were obtained f o r  each c e l l  
r e s u l t i n g  from i t s  discharge charac te r i s t ics .  The capacity response is B5e  
number of minutes during which the c e l l  terminal  vo l tage  exceeded 1.10 v o l t s .  

- 48 - 
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TABLE NO. X 

TEST VARIABLES AND THEIR LEVELS 

A. Additives t o  Electrolyte 
A 0  - None 
A1 - 1% g e l  
A2 - MnO (at saturat ion)  
A 3  - LiOH ( a t  sa tura t ion)  

B. Elec t ro ly te  Concentration 
B, - 35% 
BY - 40% 
B2 - 45% 

c1 - 74 
C. Posi t ive Material Density (nm 8 .  / cu . in .  1 

Co - 68 

C2 - 80 

D. Pos i t ive  Grid Metal 
Do - 4/0 N i  
D1 - 4/0 Ag 

E, Negative Material Density - 40 
El - 45 
E2 - 50 

F. Additive Content i n  Negative Plate* 
Fo - 1% 
F1 2% 
F2 * 4% 

G. Nepative G r i d  Metal 
Go - Copper (4/0) 
G1 - Si lver  Flashed Cu (4/0) 
G2 - Si lve r  (4/0) 

H. Nepative Formulation 
Ho - Pasted fJrfir 
H1 - Sponge 
H2 - Metallic 

* The nature of t h i s  addi t ive  and i t s  introduct ion i n t o  the negative p l a t e  
is ,proprietary.  

*Ik These a r e  descr ip t ive  names referr ing t o  three  types of negative p l a t e s  
prepared by proprietary procedures. 
Cells involving t h i s  level were not constructed. 
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TABLE NO1 , k i  

FRACTIOML FACTORIAL PATTERN 
TWENTY-SEVEN CELL GROUP 

CELL L E V E L S  
NO. A B C D E F G H  
1 0 0 0 0 0 0 0 0  
2 0 1 1 1 2 1 2 2  
3 0 2 2 0 1 2 1 1  
4 1 0 0 0 0 1 1 1  
5 1 1 1 0 2 2 0 0  
6 1 2 2 1 1 0 2 2  
7 2 0 0 1 0 2 2 2  
8 2 1 1 0 2 0 1 1  
9 2 2 2 0 1 1 0 0  

10 1 0 1 1 1 0 0 1  
11 1 1 2 0 0 1 2 0  
12 1 2 0 0 2 2 1 2  
13 3 0 1 0 1 1 1 2  
14 3 1 2 1 0 2 0 1  
15 3 2 0 0 2 0 2 0  
16 3 0 1 0 1 2 2 0  
17 3 1 2 0 0 0 1 2  
18 3 2 0 1 2 1 0 1  
19 2 0 2 0 2 0 0 2  
20 2 1 0 0 1 1 2 1  
2 1  2 2 1 1 0 2 1 0  
22 2 0 2 1 2 1 1 0  
23 2 1 0 0 1 2 0 2  
24 2 2 1 0 0 0 2 1  
25 0 0 2 0 2 2 2 1  
26 0 1 0 1 1 0 1 0  
27 0 2 1 0 0 1 0 2  

The vol tage response, expressed a s  a percentage, was obtained by 
d iv id ing  the  ce l l  vol tage a f t e r  15 seconds of discharge by 1.50 v o l t s  (an 
a r b i t r a r y  value) ,  and multiplying t h e  r e s u l t  by 100. 
both vol tage  magnitude and voltage cont ro l .  

This response r e f l e c t s  

C e l l  responses fo r  t h e  respect ive s tand periods are exhibi ted by 
Table Nos. XI1 and XIII. 

Data have been t r ea t ed  by severa l  methods t o  gain maximum informa- 
t ion.  The f i r s t  of these consisted of ca lcu la t ing  mean capac i t i e s  for  cells 
involving each fac tor  level. This r e su l t ed  i n  the  values  exhibi ted i n  Table 
Nox. X N  through XVII. Factors i n  which cons is ten t  t rends appeared are "B", 
"D", '73" and 'TI". This ind ica tes  t h a t  capacity re ten t ion  i s  improved through 
use of 45% KOH e l e c t r o l y t e  by weight, n icke l  pos i t ive  g r id ,  negative mater ia l  
of 40 grams per cubic inch apparent densi ty ,  and negative ma te r i a l  of "sponge" 
c r y s t a l l i n e  s t ructure .  

- 50 - 



I 
I 
I 
I 
B 
1 
I 
1 
B 
I 
1 
I 
I 
B 
B 
I 
I 
I 
I 

CELL No. 2 hr.  4 da. 6 da. 8 da. 10 da. 
2 96.0 86 .O 85.3 84.0 84.0 
3 
4 
6 
7 
8 
10 
12 
13 
14 
17 
18 
19 
20 
23 
24 
25 

88.7 78.7 
92.7 86.0 
94.7 89.3 
96.0 92 .O 
90.7 79.3 
96.0 92 .O 
90 .7 76.0 
90.7 84.7 
94.7 95.3 
87.3 77.3 
93.3 85.3 
90.7 88.W 
91.3 84.0* 
92.0 80.7 
89.3 76.0 
92 .O 84.7 

81.3 
85.0* 
86.0 
88 .o 
82.0 
92 -0 
76.0 
85.3 
92.0 
82 .O 
85.3 
84.0 
81.3 
85.3 
80.7 
86.7 

73.3 76.0 
84.0 84.7 
80.7 82.7 
85.3 88.7 
78.7 83.3 
88 ‘0 89.3 
74.0 79.3 
82 .O 86.0 
89.3 89.3 
73.3 82 .O 
74.7 77.3 
80. o* 77 03 
77.3 82 .O 
80.0 82.7 
75.3 79.3 
84.0* 82 .O* 

27 90.7 79.3 79.3 76.3 75.0* 

* Responses for these ce l l s  (which fa i led  t o  del iver  usable 

** These responses a re  obtained by dividing the c e l l  discharge 
capacity) were estimated from the  response pattern.  

voltage a f t e r  15 seconds by 1.50 vol ts .  
response f a c i l i t a t e s  handling of data. 

This a r t i f i c i a l  

- 51 - 
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TABLE NO. XI= 

CEU RESPONSES ( c a p a c i t d  
(Discharge capacity i n  minutes a t  a 30-ampere rate) 

CELL 2 hr.  4 da. 6 da, 8 da. 10 da. 
NO. 
2 19 .o 13 .O 12.25 11.0 9 .o 
3 30.0 28 .O 23.00 21.0 18.0 
4 27 .O 24.0 21.00** 19.0 19.5 
6 24.0 20 .o 19.5 17 .O 19.0 
7 22 .o 17 .O 13.75 14.0 15.0 
8 29.0 23 .O 22.50 18.0 17 .O 

10 24.0 22.0 21.20 20.0 18 .O 
12 28.5 23.0 19.25 15.5 19 .o 
13 22.0 13 -0 17.30 9 .o 9 -0 
14 25.5 21.0 20.75 20.0 18.0 
17 27 .O 25.0 21.50 19.0 17 .O 
18 24.0 19 .o 19.75 17.0 16.0 
19 23 .O 20.W 11.50 14.0* 19.0 
20 30.5 24.0* 19.75 19.0 20 .o 
23 25.0 28.0 18.50 17 .O 17 .O 
24 28.0 25.0 24.50 22.5 22 .o 
25 24.0 13 .O 15.50 13.W 12.0* 
27 30 .O 21.0 17.50 20.0 17 .W 

* These are estimated responses based upon trends i n  
c e l l  performance characterist ics.  

TABLE NO. X N  

MEAN CAPACITY IN MINUTES 
(30-ampere rate) 

(2 hr. stand) 
FACTOR L E V E L  

0 1 2 3 
A 25.8 26.0 26.3 24.6 
B 23.5 26.0 27.4 
C 26.1 25.3 25.6 
D 27.0 23.1 - 0  

E 26.6 25.9 24.6 
F 25.8 24.8 25.8 
G 25.3 27.3 24.6 
H 26.9 24.5 
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TABLE. NO, XV 

MEAN CAPAOI’lY I N  MINUTES 
(30-ampere rate) 

(6 da. stand) 

FACTOR L E V E L  
0 1 2 3 

A 17.1 20 .o 18.6 19.8 
B 15.1 19.2 20.6 
C 18.2 19.2 18.6 
D 19.2 17.9 
E 19.6 19.9 16.8 
F 20.1 17.3 18.9 
G 18.2 20.6 17.5 
H 20.9 16.8 

TABLE NO. XVI 
MEAN CAPACITY I N  MINUTES 

(30-ampere rate) 
(8 da. stand) 

L E V E L  
A 1 0 9 

FACTOR 
U 1 L 3 

A 17.1 17.9 18-1 16.2 
B 17.1 17.3 18.7 
C 16.9 16.0 19.2 
D 16.6 16.5 
E 19.1 17.2 15.4 
F 19-3 15.8 17.5 
G 17.9 16.9 16.7 
H -- 19.6 15.3 

TABLE NO. XVII 
MEAN CAPACITY I N  MINUTES 

(30-ampere rate) 
(10 da. stand) 

FACTOR L E V E L  
0 1 2 3 

A 13.5 18.9 18.5 15.0 
B 16.1 
C 17.7 
D 17.8 
E 18.3 
F 18.7 
G 17.2 

16.3 
15 .O 
15.8 
16.8 
14.7 
16.6 

18.8 
18.2 

16.0 
17.4 
17 .O 

H -- 18.9 15.5 
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Following t h i s  preliminary ana lys i s ,  e f f o r t  was  made t o  i n t e r p r e t  
the da ta  b;y means of half-normal plots.  
for  sad9  and assigned weighted values as revealed i n  Table No. XVIII. 
comparisons are l inea r ,  quadrat ic ,  o r  cubic as indicated by t h e  subscr ip ts ,  
L, Q, o r  C, respect ively.  

F i f t een  comparisons w e r e  se lec ted  
These 

Arithmetic calculat ions involved i n  t h i s  ana lys i s  proceeded as fo l -  
lows : 

1. JCC2 was taken fo r  the corresponding comparison from Table 
No. XVIII. 

2. CCX w a s  obtained by multiplying the  response of each cel l  
i n  the group by the value associated with t h a t  comparison in Table 
No. XVIII, then camputing the sum of these terms. 

with the  cont ras t  value is not u% i n  preparing half-normal p lo t s ,  
but ind ica tes  which level o r  combination of levels i n  a comparison 
is more desirable.  

3. The cont ras t  value is . The a lgebra ic  s ign  associated 

4. Contrast values  were arranged i n  order of magnitude and 
p lo t t ed  on half-normal paper as per a 15 order-number sample. Points 
f a l l i n g  away from the half-normal l i n e  were judged t o  be s ign i f i can t .  

- 54 - 
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These calculat ions were carr ied out for  both vol tage and capaci ty  

Data i n  these t ab le s  re- 
responses, and fo r  varying periods of ac t iva ted  stand times. 
procedure are exhibited by Table Nos. XIX and XX, 
veal no c l ea r ly  consis tent  t rends,  but do ind ica t e  s ign i f icance  of some cw- 
parisons. 

Resul ts  of t h i s  

In  these f i r s t  attempts a t  s ta t is t ical  ana lys i s  of data ,  a "zero" 
va lue  w a s  used as a response for  a l l  cells which had shorted i n t e r n a l l y  and 
had not delivered capacity. This caused b ias  i n  several  comparisons, s ince  
the  comparisons involving e l ec t ro ly t e  concentration and composition are those 
primarily expected t o  hasten f a i lu re  of the  separator  systems and r e su l t an t  
electrical shorting. Zero responses, then, did not r e f l e c t  progressive de- 
t e r io ra t ion  of cel l  capacity due t o  electrochemical changes within the  body 
of t he  active materials. 

For t h i s  reason, responses were estimated which might have exhibi ted 
had not separator  f a i l u r e  occurred. 
decreases i n  cell  responses with increased ac t iva ted  stand times. 

This was possible  because of cons is ten t  

A l l  s ignif icance calculat ions were then repeated. Contrast  values  
which were obtained are revealed by Table Nos. XXI and XXII. 
p l o t s  compiled using these response values  are exhibited by Figure Nos. 20 
through 26. 

Half-normal 

P lo ts  involving capacity r e t en t ion  are less informative than the  
accumulated cont ras t  values l i s t e d  i n  Table No. XXI. Apparently s ign i f i can t  
e f f e c t s  relative t o  capacity are AL, AC, AQ, b, I), EL, FL, FQ, GL and H. 

S igni f icant  e f f e c t s  with respec t  t o  vol tage a r e  l i s t e d  i n  Table 
NO. XXIV. 

TABLE NO. X I X  

PRELIMINARY SIGNIFICANCE ESTIMATIONS 
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EFFECT 
AL 
*C 

2 
FL 
*Q 
GL 
GQ 
H 

TABLE NO. XX 

PRELIMINARY SIGNIFICANCE ESTIMATIONS 

2 hours 
1% 

STAND PER1 

--- 
5% 
5% --- 

2 hours 
4.5 

-18.1 
-14.0 

6.5 
0.9 
1.0 

-1.1 
-7.8 
-3.3 
0.7 

-8.7 
-0.8 
-5.2 
4.7 

-5.1 

TABLE NO, )[XI 

CQNTRAST VALUES 
(with respect t o  capacity) 

4 days 
6.1 

-13 . 6 
-16.7 

2 .o 
3.2 

-1.7 
-4.3 
-6.8 
-6.4 
-3.7 
-1.4 
-6.8 
-6.1 
5.2 

-4 .O 

;TAND PERIOD 
6 days I 8 days 

6.8 3.7 
-7.8 
-6.6 

-12.9 
1.2 
0.2 
1.1 

-7.1 
-12.6 

3.1 
-7.9 
-2.1 
-1.1 
-5.8 
-8.7 
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-10.0 
-10.7 

6.9  
1.0 
0.7 
0.8 
-2.3 
-8.8 
0.5 

-8.7 
-3.5 
-3.3 
-0.3 
-7.4 

10 days 
2.6 

-10.1 
-16,4 

5.3 
-1.3 
-1.0 
-4.3 
-2.8 
-4.8 
-1.3 
-3 .8 
-5.0 
-0.6 
-0.9 
-2.5 
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1 2 hours 
AC 
FL 
AQ 
*L 

GQ 
% 
CZ 

D 

c 

TABU3 NO1 XXII 

4 days 6 days 
AC AC 

AQ AQ 
EL 

FL 
*L 

GL 
AL 
CL BQ 
D GQ 
Go 
BL 
*L 

D 

CONTRAST VALUES 
(with respect t o  voltage) 

2 hours 
19.0 

-56.1 
-21.2 

4.7 
0.3 

-2.3 
0.5 
9.1 
0.8 
0.4 

-24 . 6 
1.1 
0.5 

-5.9 
0.0 

4 days 
21.9 

-40.9 
-12.4 
-1.1 
19.8 
-3.9 
17.5 

-27.5 
2.27 
7.2 
0.1 

-26.9 
-13.1 

-1.9 

-46.1 

rAND PWIO 
6 days 
21.9 

-48.0 
-38 . 9 

-6.5 
16.6 
3.2 
0.6 

24.6 
2.2 
2.7 

-22.1 
-2 02 
-2.9 
-7.1 
-3.6 

TABLE NO. XXIII 
SIGNIFICAN'i! EFFECTS 

(with respect t o  voltage) 

8 daw 
34.0 

-45.2 
-39.3 
-14.2 

1.3 
44.3 

2.1 
11.0 
-2.3 
9.6 

-19.1 
-0.9 
-0.4 
-7.4 
-2.2 
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10 days 
24.3 

-35.8 
-41.9 
-11.1 
4.8 

-1.6 
13 .O 
8.8 

-4.6 
2.5 
1.2 

-2.3 
2.3 

11.4 
-1.3 
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LEVEL VOLTAGE CAPACITY 
OF "A" RESPONSE RESPONSE 

Ag, no ad- 
d i t i v e  82.3 17.1 

A I ,  gel. 84.8 20.3 
A2, MnO2 84.9 18.4 
A3, LiOH 86.1 I 19.3 

Apparent s ign i f icance  of comparisons r e l a t i n g  t o  Factor ?AA' stems 
from noh-orthogonality of the plan.  
level %2", while the  remaining levels were used i n  only four cells each, 

" level. Table No. XXIV reveals mean re- 

Sfx c e l l s  were t e s t ed ,  which included 

thtis causing b ias  toward the 
sponses f o r  cells involving 
six days. 

level  of Factor "AA" for  a stand period of 

TABLE NO. XXIV 

EFFECT OF FACTOR "A", ELECTROLYTE ADDITIVES 
( 6  days stand) 

Voltage data ind ica t e  possible bene f i c i a l  r e s u l t s  from t he  addi t ion  
of LiOH (A3) t o  the  e l ec t ro ly t e ,  but are otherwise inconclusive within experi-  
mental e r r o r  

It has become obvious that  care  must be used i n  in t e rp re t ing  h a l f -  
normal p lo ts .  These p lo t s  a r e  predicated on t he  assumption of  several "zero" 
e f f e c t  or i n s ign i f i can t  comparisons through which poin ts  the  half-normal l i n e  
is drawn. I n  a plan which has been designed t o  evaluate  f a c t o r s  and campari- 
sons an t i c ipa t ed  t o  be s igni f icant ,  the  pos i t i on  of the  half-normal l i n e  may 
be determined by a very few points. This makes the  exact loca t ion  d i f f i c u l t  
t o  a s c e r t a i n  and reduces confidence in the  r e s u l t s .  

3. Curve-Fittinn by Computer 

Another method of data ana lys i s  cons i s t s  of assuming l i n e a r ,  quad- 
r a t i c  and cubic e f f e c t s ,  and determining an equation which " f i t s "  t he  response 
data.  This is a regression routine bes t  accomplished by use of standard com- 
puter  regression programs. Both vol tage and capacity da ta  are being so 
t r e a t e d  by Dr .  Leroy Folks of the Department of Mathematics and S t a t i s t i c s  of 
Oklahoma State University.  Data a r e  being f i t t e d  t o  an equation of the  type: 

Response = p +  a i  + Bib + 82b2 + x C  +&C2 + . . . . , 
where one or more terms are used f o r  each f ac to r  and coe f f i c i en t s  are de ter -  
mined by the  computer regression rout ine.  
equation describing 0 th  vol tage and capacity for  each ac t iva t ed  starrd t i m e .  
Calculat ions w i l l  be made t o  determine haw w e l l  t h i s  equation descr ibes  the  
a c t u a l  data i n  each case. 

This allows determination of an 
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B. .Pre-Prototsme Cell Construction 

A group of preliminary pre-prototype cells has been constructed and 
put on ac t iva ted  stand. 
r e l a t i v e  a b i l i t i e s  of s i l v e r  and nickel pos i t i ve  g r ids  t o  maintain ce l l  capac- 
i t y  associated with the zinc - divalent s i l v e r  oxide couple. 
ies, nearly complete, w i l l  be included i n  the  3rd Swmary Report. 

These were constructed primarily t o  evaluate the  

This test ser- 

IV, CONCLUSIONS 

1. Half-normal p lo t s ,  i f  in te rpre ted  cor rec t ly ,  y i e ld  a conserva- 
t i v e  estimate of s ignif icance of main e f f e c t s  i n  f r ac t iona l  f a c t o r i a l  experi-  
ments. 

2. Several var iab les  have been revealed t o  be s ign i f i can t  i n  t h e i r  
e f f e c t s  upon c e l l  performance charac te r i s t ics .  These are as follows: addi- 
t i v e s  t o  the  e l ec t ro ly t e ,  e lec t ro ly te  concentration, pos i t ive  and negative 
g r i d  metals, negative material density, addi t ives  t o  the  negative material, 
and method of formulation of the  negative mater ia l .  

3. Suf f ic ien t  data have been obtained t o  design a pre-prototype 
primary zinc - s i l v e r  oxide c e l l  of improved cha rac t e r i s t i c s .  

V. PROGRAM FOR THE NEXT INTERVAL 

1. Equations for capacity and vol tage  responses with respect  t o  
ce l l  construction var iab les  w i l l  be obtained and t e s t ed  t o  see how w e l l  they 
describe experimental data. 

2, Data w i l l  be obtained r e l a t i v e  t o  the  a b i l i t i e s  of s i l v e r  and 
n icke l  pos i t ive  g r ids  t o  maintain voltage and capacity on stand when u t i l i z -  
ing a c t i v e  material a t  the divalent siiver oxide level .  

3. A f i n a l  c e l l  of improved cha rac t e r i s t i c s  w i l l  be design and 
constructed,  u t i l i z i n g  the r e su l t s  of f r ac t iona l  f a c t o r i a l  studies.  

VI. PERSONNEL 

The following t o t a l s  of man-hours have been expended during the  
contract  period: 

Engineering - 1078 hours 
Technical - 2195 hours 

TOTAL 3273 hours 

BRH/bk 
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